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Microbial Electrochemical Cells (MECs)

ÅEnergy: organic matter electricity

ÅElectrons: microorganisms electrode
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Three pathways for extracellular electron transfer

1. Direct membrane contact

2. Electron mediators

3. Microbial nanowires

(Logan, Nat Rev Microbiol, 2009; Lovley, Nat Rev Microbiol, 2006)



More efficient 

electron transfer

Microbial Bio-Electrodes

ÅConductive

ÅStable (chemical & bio)

ÅBiocompatible

ÅMacroscale porous structure

ÅAffinitive electrode surface
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More microbes for 

electron transfer



Carbon Nanotube (CNT)-Textile Synthesis

ÅA simple and scalable process
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Hierarchical Structure of CNT-Textile
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ÅConductive

ïCNTs: 2000~4000 S/cm

ïCNT-textile fiber (as a homogeneous solid material): ~50 S/cm

ÅDiameter of CNT-textile fiber: ~20 ɛm

ÅThickness of CNT coating: 200 nm

ïCNT-textile sheet (2 mm thick): ~1ɋ/sq

ÅStable

ïMechanical force

ïWash

ïHeat

ïAcid

ïBase

Physical and Mechanical Properties of CNT-Textile
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(Hu, Nano Lett, 2010)



MFC Experimental Setup
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ÅH-shaped classic reactor

ÅAnode

ïCarbon cloth vs. CNT-textile

ÅCathode

ïPt on Carbon cloth

ÅSeparator

ïAnion exchange membrane

ÅFeeding

ïGlucose (1 g/L)

Å Inoculum (bacteria source)

ïWastewater from Palo Alto Regional Water Quality Control Plant

500 ɛm

Carbon cloth



Biocompatibility
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Evidence of colonization on CNT surface in MFCs

ÅScanning Electron Microscope (SEM) 



Macroscale Porous for Internal Colonization
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ÅCross-section of the anodes after 50 days of operation

Carbon cloth vs.              CNT-textile

Biofilm-electrode interfacial area increased by ~10 times

Biofilm

Graphite fibers


